
 
 

 
 
 
 

 

CERTIFICATE OF ANALYSIS 

 

PRODUCT: Common Flexible Foam Polyether Polyol SEP-348 
 

THIS IS CERTIFY THAT WE, THE UNDERSIGNED HAVE INSPECTED THE QUALITY OF THE 

ABOVE MENTIONED GOODS AND FOUND THE RESULT OF INSPECTION AS FOLLOWS： 

 

 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

 
QUALITY CONTROL DEPT. MANAGER: L. Mai 
 
 
 
                                 
 
 
 
 
                                                               

Hydroxyl value (mgKOH/g): 46.5-49.5 

Water content %: ≤0.05 

Acid value (mgKOH/g): ≤0.05 

pH value: 5.5-7.5 

Viscosity (mPa·s/25℃): 550~750 

Color APHA: ≤50 

Appearance: Colorless transparent liquid 


